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R Paver Brick Freeze -Thaw Tcsting: ASTM C a7
30 Cyeles

7 Samples

Attached are the results of the “Paver Brick Frecze -Thaw Testng”,idone by our subconsultant,
Applied Construction Technologies. Inc. in Cleveland, Ohjo. Note'that 7 paver samples were used
for this test, ' =

A total of 30 freeze~thaw cycles were completed on all seven ofithe subrnitted Sa:;:tp!ﬁs with no
measurable weight loss or cracking, whereas the pavers tested meet the requirements of ASTM-C-
iy 4 : _ nts o

If you have any guestions or comments regarding the contents of this report, please'do not hesitate to
contact this office.

Respectully submpted,
WINGERTER LABORATORIES, INC.
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